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Certificate of Testing & Analysis
Water Absorption at Atmospheric Pressure
BS EN 13755: 2002

Client and Sample Details

Client The Ardésia Slate Company Limited, The Chase, Park Street, Lynton, Devon,
EX356BY

IBIS Ref. No 1113/1-6 Sample No 16

Source Ardosia slate advised to be from Brazil

Sample Details Specimens taken from 400mm square samples

Sampled by Client Date Sampled Not advised

Tested by PS/BEL Date Tested 11-19.07.03

Methods of Testing and Analysis

Method BS EN 13755: 2002, Natural stone test methods. Determination of water
absorption at atmospheric pressure.

Comments Six nominal 50mm square specimens were tested to determine the total
amount of water they are able to absorb when completely immersed and
constant mass achieved under ‘normal’ atmospheric conditions.

Accreditation The test was carried out by a UKAS accredited laboratory although specific
UKAS accreditation is not held for the test

Results

Absorption, % 05 Range 0.4-05

Other Details None

Remarks

There are no pass/fail criteria for this test and the results relate only to the samples
tested.
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